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Abstract 
Background: The apexification is the first alternative treatment on a permanent tooth when, after a tooth  trauma 
and in the presence of immature apex trauma, pulp necrosis occurs. Many studies have demonstrated the efficacy of 
mineral trioxide aggregate (MTA) as apical sealing material of choice in these cases, but has a degree of filtration as 
all other materials. The objective of this study was to analyze the seal ability of MTA on the duct walls in immature 
teeth unirradicular apexes, using indirect vibration.
Material and Methods: The study was conducted on 45 teeth divided into 3 groups: Group A or control group in 
which no vibration for placing the MTA was used, Group B and C or groups where indirect vibration analysis was 
used. All samples were immersed in methylene blue to assess filtration. After performing longitudinal cuts millime-
tric measuring  were made of the degree of filtration, divided into 3 degrees (2mm each grade filtration). 
Results: Results obtained confirm our hypothesis, obtaining lesser degree of filtration those groups in which indi-
rect vibration (Groups B and C) was performed. It was shown that the degree of filtration is closely linked to the 
degree of adaptation. 
Conclusions: MTA vibration offers better results in its adaptation to the canal walls, significantly reducing the 
degree of filtration.
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Introduction
According to the AAE (American Association of En-
dodontics), the apexification is a method that induces 
the formation of a calcified barrier in a permanent tooth 
with open apex and necrotic pulp. One of the materials 
used for this treatment is calcium hydroxide, which also 

works well as pulp protector, direct and indirect pulp 
capping, intracanal medication, apicogénesis and irri-
gating solution (1). But despite the successes achieved 
with calcium hydroxide, technical apexification with 
this material has several disadvantages such as multiple 
appointments necessary over a long period of time, the 
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unpredictable result of the formation of an apical barrier, 
and above all, susceptibility to coronary microleakage 
and fractures of these teeth so weakened.                  
The use of thermoplastic techniques are those that seal 
three-dimensionally the root canal systems. In cases 
apexification are not useful because of poor determina-
tion of a good apical stop, lack of sealing and the risk of 
overfilling exists (3).
Torabinejad M. describes the first case apexification 
with a type of material, called MTA (Mineral Trioxide 
Aggregate) (4). It has many indications among which is 
apexification. The MTA is a very alkaline cement with 
a pH of 12.5, with a low compressive strength, poor so-
lubility and greater radiopacity than dentin. In addition, 
the MTA has demonstrated good biocompatibility with 
excellent sealed by their good marginal adaptation that 
reduces bacteria microfiltration. The pH obtained by the 
MTA after mixing is 10.2 and at 3 hours, is stabilized at 
12.5. This pH similar to that of calcium hydroxide can 
also allow antibacterial effects. At the same time, if this 
substance is applied as apical sealing material probably 
this pH can induce hard tissue formation (4).                                
The objective of this study was to assess “in vitro” de-
gree of filtration of MTA in the walls of canals in uni-
rradiculars permanent teeth with immature apices, when 
placed using indirect vibration against the conventional 
manner. 

Material and Methods 
60 recently extracted single-rooted teeth were used, they 
were previously selected by radiologic examination to 
rule out internal resorptions, more than a canal, root ca-
ries, etc.
After being stored in 10% formaldehyde to the study, 
we proceeded to standardize the samples to a working 
length. For this diamond blades were used and samples 
proceeded to shorten coronal level discarding the crown,  
as well as the cutting of the last 3 millimeters to eli-
minate possible apical deltas that could interfere with 
the study. Once set a length of 16mm proceeded to the 
instrumentation of the canals. They were permeabilized 
with limes K-File # 10 and # 15 (DenstplyMaillefer Swit-
zerland) and deeply irrigated with sodium hypochlorite 
2.5% Monojet 27G needle to working length. Instrumen-
tation by the system GT files Accessory 40/12%, 70/12%, 
90/12% (DenstplyMaillefer Switzerland) actuated with 
an X-Smart motor (DenstplyMaillefer Switzerland) at the 
recommended speed by the manufacturer (800rpm). The 
last file was introduced by Coronal till it look over the 
apex, and again introduced by apical to create the apical 
divergence that characterizes teeth with immature apices. 
Later a double layer of nail varnish were applied on the 
tooth surface of the samples, except for the apical surfa-
ce, in order to allow leakage of dye through the interface 
material-tooth MTA. The MTA employee was Angelus® 

MTA (Angelus, Londrina, PR, Brazil) and placed with 
an MTA syringe holder from coronal to apical, compac-
ting with plugger of Buchanan # 2. 
The samples were divided into 3 groups with 20 samples 
each.
Group A (control):  samples sealed with 4mm  plug MTA 
without any indirect vibration.
Group B: samples sealed with of 4mm plug MTA in a 
single indirect increase to 4mm vibration.        
 Group C: samples  sealed with 4mm plug MTA with in-
direct vibration and 2 mm increments. First the syringe 
was introduced from coronal to apical 2mm, compacting 
with plugger and then the syringe was introduced 4mm 
and the last 2mm were sealed. 
Indirect vibration was performed with the P5 Booster 
ultrasound unit with ultrasonic tip Satelec®, contact the 
Buchanan plugger at low power (power 4). The remains 
of MTA on coronal walls to 4mm of apical plug  were 
cleaned with hand files, K-File # 50 and slightly moiste-
ned paper points. In contact with the MTA cotton swab 
dipped in distilled water was placed, as indicated by the 
manufacturer, to facilitate the setting of the material.
Once created the apical plug of MTA, all samples were 
sealed with sealing system injected thermoplastic tech-
nique, Pistol Obtura II (Obtura Spartan, Fenton, MO) 
with a 23G needle to get the absolute filling ducts. Once 
radiographically proven the absence of an interface bet-
ween the MTA and gutta percha obturation, the coronal 
part was sealed with a simple composite restoration with 
the prior etching with orthophosphoric acid and adhesive 
placement. Samples were immersed in liquid methylene 
blue (Metiltionina chloride) for 48 hours to facilitate fil-
tration, if any (5).
After 48 hours, the samples were rinsed under water 
pressure and dried. A longitudinal corono apical section 
using diamond disks to each were performed. In the case 
where the cut was not sufficiently focused sample was 
discarded. In total, and to simplify the results, 15 sam-
ples per group were used, with a total of 45 teeth. All 
samples were photographed using a Canon camera with 
8.1V DC Ultrasonic Macro Lens Canon EF 100mm 1: 
2.8 USM, Ø58mm. Then it checked by using millimeter 
measurement tools CS6 Photoshop program, the degree 
filtration.
3 Grades were established:
Grade 1: 1-2 mm filtration (Fig. 1).
Grade 2: 3-4 mm filtration (Fig. 2).
Grade 3: 5-6 mm or more filtration (Fig. 3). 
Processing and data analysis was performed using SPSS 
15.0 statistical package. The qualitative variables were 
presented with their frequency distribution. the associa-
tion between qualitative variables was evaluated with 
the test chi-square χ2 or Fisher’s exact test, in the event 
that more than 25% of expected were under 5. For all 
tests a value of significance was accepted from 5%.
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Fig. 1. Specimen with leakage grade 1.

Fig. 2. Specimen with leakage grade 2.

Fig. 3. Specimen with leakage grade 3.

Results
The following results were obtained:
Group A: 4 filtered through grade 1, 4 leaked to grade 2 
and 7 filtered to grade 3.
Group B: 10 filtered through grade 1, 3 leaked to grade 
2 and 2 filtered to grade 3.
Group C: 12 filtered through grade 1, 2 leaked to grade 
2 to and 1 filtered to grade 3.               
Statistically globally significant differences were obser-

ved in the distribution of filtering rate between the three 
groups of teeth.  When analyzing two to two statistically 
significant differences between groups A and C. When 
comparing the group A versus B differences touched the 
level of statistical significance was obtained (Table 1).

LEAKAGE 
GRADE 1

LEAKAGE 
GRADE 2

LEAKAGE 
GRADE 3

GROUP A 4 4 7
GROUP B 10 3 2
GROUP C 12 2 1

Table 1. Number of specimens per grade of leakage.

Discussion
Endodontic vibration is an issue that is currently bo-
oming in this branch of dentistry. There are already 
several years that the literature speaks of the vibration 
of the irrigant to enhance their properties as well as the 
effectiveness of cleaning, that after all, is one of the main 
objectives in the endodontic treatment (6,7). However, 
at the stage of apical sealing there are few studies using 
this technique,
Recent research (8) they have found that the addition of 
mineral trioxide induces the formation of apical tissue 
and its use is associated with less inflammation in the 
area, when compared with other materials. Based on the 
results of studies of the material used as sealing “retro” 
and in repairing perforations, the MTA is probably ca-
pable of activating cementoblasts to produce the matrix 
of the formation of cement (9). Possibly, this is due to 
their sealing ability, high pH, and / or the release of subs-
tances that activate cementoblasts to form a matrix for 
cementogenesis
This study aims to evaluate the degree of marginal leaka-
ge in the canal walls when placed apical MTA as sealing 
material in permanent teeth with immature apices for the 
treatment of apexification. For this, they were simulated 
in mature tooth, immature apex by combining a ortho-
grade and retrograde instrumentation. As recommended 
by the manufacturer, it must be placed between 3 and 
5 mm of material to create the apical plug and placing 
increments. 
We chose to give a thickness of 4mm to 2mm incre-
ments, so you can vibrate both increases, as in the case 
of Group C. A very similar to our study,   comparing 
the degree of filtering white MTA to  gray MTA they 
concluded that the leak was less in those cases where the 
MTA was vibrated and the thickness of MTA was about 
5mm.  Where a 2mm MTA plug, filtration was signifi-
cantly higher (5). This suggests that it is not only impor-
tant vibration, if not the number of millimeters thick of 
material placed.
Gianluca Plotinus and colleagues conducted a literature 
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review on the use that could be given to the action of 
ultrasound in endodontics. He listed a number of indi-
cations such as get a straight access to the entrance of 
the Canals, locating calcified canals, remove pulp sto-
nes, remove broken instruments, posts and silver tips 
and increasing the action of irrigating. They have also 
been used for the condensation of the gutta-percha, 
conducting cavity “retro” in periapical surgery and for 
apexfixing the MTA in immature teeth apexes (10). 
Witherspoon and Ham describe the use of ultrasound as 
an aid for positioning MTA. Irregularities and the diver-
gent anatomy of some open apices can predispose small 
air bubbles from forming and trapping the material. It 
was demonstrated, as in our study, that by using ultra-
sonic vibration is the MTA improved sealing achieved. 
They also checked to find fewer radiographic gaps (11).              
This study contradicts that of Aminoshariae et al. in 
which it is shown that a vibration of the material is not 
necessary for a better adaptation to the walls, and that 
the material of condensate obtained better results (12).  
Their findings could be due to his studies were perfor-
med in polypropylene tubes and not on human teeth. 
Furthermore, its analysis was limited to a superficial 
view of materials and internal voids could have passed 
easily unobserved.  In their study he used direct activa-
tion of ultrasound, while in our indirect activation was 
used. In our study, the ultrasonic tip is not used directly 
to activate the MTA because even the smallest ultrasonic 
tip can not extend to the full length of the canal. 
However, our study overlaps with that done by Lawley 
et al. in which they evaluated the ability of bacterial fil-
tration teeth with apical barrier created with MTA and 
placed by vibration versus non-vibration, better results 
and lower rate of bacterial filtration in cases of vibration 
MTA, placing no increase (13). In their study only the 
last increase was vibrated MTA. In our study, the MTA 
was placed in layers, and vibration was also compared 
by layers obtaining the best results that way. 
In another study, they assessed the density of MTA in two 
situations, manual apical plug condensation and conden-
sation with indirect ultrasonic vibration. With only 1 se-
cond of vibration, they got better results in terms of adap-
tation of the material and fewer gaps in the duct (14). 
Ruddle as in our study also recommends the use of indi-
rect vibration. So after entering the MTA, contacts hand 
files K-File # 15 or # 20 to 1-2mm of the working length 
with an ultrasonic unit to produce such indirect vibra-
tion, this technique initially recommended to place the 
MTA in open divergent apices, but can also be used to 
place the MTA in drilling, and particularly cameral dri-
lling floor (15).

Conclusions
Indirect vibration on the MTA in open apices teeth get 
better results and statistically significant in terms of fil-

tration degree than those in which said vibration is not 
performed.
Placing the MTA layered together with the use of indi-
rect vibration improves sealing and this statistically sig-
nificant result compared to the control group.
The use of vibration layered sealing get better result than 
the use of vibration mono-block, although this differen-
ce is not significant.

References
1. Andreasen JO, Farik B, Munksgaard EC. Long-term calcium 
hydroxide as a root canal dressing may increase risk of root fracture. 
Dent Traumatol 2002;18(3):134-7.
2. Saunders WP, Saunders EM. Coronal leakage as a cause of fa-
ilure in root-canal therapy: a review. Endod Dent Traumatol 
1994;10(3):105-8.
3. Torabinejad M, Watson TF, Pitt Ford TR. Sealing ability of Mineral 
Trioxide Aggregate when used as a root and filling material. J Endod 
1993;19(12):591-5.
4. Torabinejad M, Hong CU, MacDonald F, Pitt Ford TR. Physical pro-
perties of a new root end filling material. J Endod 1995;21(7):349-53.
5. Matt GD, Thorpe JR, Strother JM, McClanahan SB. Comparative 
study of white and gray mineral trioxide aggregate (MTA) simulating a 
one- or two-step apical barrier technique. J Endod 2004;30(12):876-9.
6. Vertucci FJ, Beatty RG. Apical leakage associated with retrofilling 
techniques: dye study. J Endod 1986;12(8):331-6. 
7. Beltes P, Zervas P, Lambrianidis T, Molyvdas I. In vitro study of the 
sealing ability of four retrograde filling materials. Endod Dent Trau-
matol 1988;4(2):82-4. 
8. Camiller J, Pitt Ford TR. Mineral trioxide aggregate: a review of 
the constituents and biological properties of the material. Int Endod J 
2006;39:747–54.
9. Torabinejad M, Chivian N. Clinical applications of mineral trioxide 
aggregate. J Endod. 1999;25(3):197-205.
10. Plotino G, Pameijer CH, Grande N, Somma F. Ultrasonics in endo-
dontics: a review of the literature. J Endod 2007;33(2):81-95.
11. Witherspoon DE, Ham K. One-visit apexification: technique for 
inducing root-end barrier formation in apical closures. Pract Proced 
Aesthet Dent 2001;13(6):455-60.
12. Aminoshariae A, Hartwell GR, Moon PC. Placement of mi-
neral trioxide aggregate using two different techniques. J Endod 
2003;29(10):679-682.
13. Lawley GR, Schindler WG, Walker WA 3rd, Kolodrubetz D. 
Evaluation of ultrasonically placed MTA and fracture resistance 
with intracanal composite resin in a model of apexification.  J Endod 
2004;30(3):167-172.
14. Yeung P, Liewehr FR, Moon PC. A quantitative comparison of the 
fill density of MTA produced by two placement techniques. J Endod  
2006;32(5):456-9.
15. Ruddle CJ. Nonsurgical endodontic retreatment. J Calif Dent As-
soc 2004; 32:474–84.

Conflict of Interest
The authors declare that they have no conflict of interest.


