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Abstract 
Background: In recent years, the non-invasive management of non cavitated caries lesions using remineralization 
systems to repair the enamel have received more attention from the scientific community. Aim: To quantitati-
vely evaluate the remineralization potential of Casein Phosphopeptide-Amorphous Calcium phosphate-Fluoride(-
CPP-ACPF), Tri-calcium phosphate(TCP) & Nano-hydroxyapatite(n-Hap) using Scanning Electron Microsco-
py(SEM) and Energy dispersive X-ray Analysis(EDX). 
Material and Methods: 40 enamel specimens were prepared, and immersed in demineralising solution at a pH of 
4.4 for 96 hours at 37°C, to induce artificial carious lesions. Remineralization was carried out for a period of 30 
days using CPP-ACPF, TCP, n-Hap. The specimens were evaluated for calcium and phosphorus content using 
SEM-EDX.
Results: The Ca/P mass % after remineralization was significantly higher with CPP-ACP-F and TCP-F followed 
by n-Ha.
Conclusions: CPP-ACP-F and TCP can promote significant remineralization of incipient carious lesions. These are 
excellent delivery vehicles available in a slow release amorphous form to localize calcium, phosphate and fluoride 
at the tooth surface.

Key words: Remineralization, in vitro; CPP-ACP fluoride, Nano-hydroxyapatite, Tri-calcium phosphate, SEM/ 
EDX.
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Introduction
The current concept of caries process is based on ac-
cumulation of numerous episodes of demineralization 
and remineralization, rather than a unidirectional de-
mineralization process (1). In an incipient stage, prior 
to cavitation, when there is loss of minerals from the 
dental hard tissues demineralization takes place. Howe-
ver, the repair of a lesion can occur when the calcium 
and phosphate gradients are reversed and they diffuse 
inwards rather than outwards this process is termed as 
remineralization (2).
The non-invasive treatment of early carious lesions by 
remineralization has the potential to be a major advan-
ce in clinical management of dental caries (3). Products 
containing calcium, phosphate and fluoride in their bio 
available forms have claimed to enhance remineraliza-
tion over products containing only fluoride (4).
 A calcium based system was prepared by reacting be-
ta-Tri-calcium phosphate (β-TCP) with Sodium Lauryl 
Sulfate (SLS) using a mechanochemical ball milling 
process to form a functionalized calcium phosphate (5).
Tri-calcium phosphate has been included in a tooth crè-
me with 0.2 % sodium fluoride marketed as Clinpro™ 
Tooth Crème.
The use of milk and milk products, having a protective 
effect against the development of dental caries, has been 
a novel concept in remineralization. The anticariogenic 
properties of milk is due to the presence of casein, cal-
cium and phosphate, which are responsible for resistan-
ce to acid dissolution (5,6). One such, remineralizing 
agent which has been extensively studied and accepted 
is casein phosphopeptide amorphous calcium phospha-
te (CPP-ACP). Fluoride incorporated into CPP-ACP is 
shown to have a higher remineralization potential (4). 
GC Tooth Mousse Plus® is a water based cream con-
taining CPP-ACP with 0.2% Sodium fluoride (CPP-
ACPF).The advantage is the availability of calcium, 
phosphate and fluoride in one product.     
With the recent advances in nanotechnology, the size of 
particles has decreased to usually 0.1 to 100nm and some 
modifications in their shape, yielding highly bioactive 
calcium, phosphate compounds have higher potential for 
penetration into the porosities of the demineralized area 
with a potential of remineralization (7,8).Aclaim® is a 
Nano hydroxyapatite toothpaste with 1% concentration 
of Nano hydroxyapatite. Nanohydroxyapatite crystals pe-
netrate the enamel pores and act as a template in the preci-
pitation process, promoting crystal integrity and growth.
Scanning Electron Microscopy has been a useful tool 
in dentistry for research, it allows the visualization of 
images at high magnification (50X-10.000X and abo-
ve). It is used in conjunction with Energy dispersive 
X-ray analysis, a micro analytical technique to quanti-
tatively estimate the amount of calcium phosphate ratio 
(9).

Material and Methods
This was an in vitro experimental study, which was con-
ducted in A.J. Institute of Medical Sciences, Mangalore 
in collaboration with Manipal Institute of Technology, 
Innovation Center, Manipal. 
-Ethical Clearance 
Approval for the research project was granted by Ins-
titutional Ethics Committee, A.J. Institute of Dental 
Sciences, Mangalore, India. An informed consent was 
obtained before the onset of the study.
-Sample size calculation
The sample size was calculated using the formula, (Fig. 
1): f=d x   𝟏𝟏

𝟐𝟐
		 (𝐤𝐤&𝟏𝟏)
𝟑𝟑(𝐤𝐤)𝟏𝟏)

 
Fig. 1: Formula.

where k= number of  groups,  d  is calculated using the 
difference between the highest and the lowest means. It 
was calculated by using data from an article by Lata S, 
Varghese NO, Varughese JM (10).
A total of 40 enamel specimens were needed. This calcu-
lation was based on the assumption that the confidence 
interval is 95%; power 80%, level of significance was 
set at 0.001 a true difference between treatments, ad-
justed to 4 units. This was based on the calculations by 
SPSS software version 20.
-Sample Preparation:
In order to avoid errors regarding the reliability and re-
producibility, a pilot study was done prior the original 
study with 12 samples evaluating the remineralization 
potential with SEM/EDX analysis. The enamel speci-
mens were evaluated by a single examiner who was tra-
ined in SEM/EDX Analysis (Fig. 2).
Forty enamel specimens were prepared from buccal 
surfaces of caries free extracted human premolar teeth. 
Teeth with fracture of either crown or root, caries lesion 
including white spot lesion, hypoplastic lesions detected 
visually, teeth with developmental defects or any other 
crown deformities, teeth with any restoration were ex-
cluded from the study.
Firstly, the soft tissue debris were cleaned using an ul-
trasonic scaler and inspected for cracks, hypoplasia and 
white spot lesions, to be excluded. Teeth were then sec-
tioned horizontally using a diamond disc with micro 
motor straight hand piece (NSK Japan) at 15,000 rpm 
at the level of CEJ (Cemento Enamel  Junction), separa-
ting the crown part of the tooth. The cusp and occlusal 
surface of the crown was then removed following the 
same technique.
Following sample preparation windows were created 
of dimension 4mm×4mm×2mm in size, and the rest of 
the area on the sample was completely resistant to acid 
attack by carefully coating nail varnish exhibiting a na-
rrow rectangular area on the enamel surface. Elemen-
tal (Ca/P) analysis was done at baseline and structural 
analysis was done to observe the surface morphology 
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Fig. 2: Consort diagram depicting the study protocol.

of the enamel using SEM-EDX. Subsequently, the teeth 
were immersed in the demineralizing solution (5 mL/
specimen) which was prepared using 2mmol/L Calcium 
(Calcium Chloride - CaCl2), 2mmol/L Phosphorus (Mo-
nopotassium phosphate - K2HPO4), 0.075mmol/L ace-
tate at a pH of 4.3 for 96 hours at 37°C to produce arti-
ficial enamel carious lesions (9, 10).Structural analysis 
was then performed using SEM-EDX analysis for the 
estimation of loss of mineral (Calcium and Phosphorus) 
after demineralization for each specimen.
40 sectioned enamel specimens were randomly assigned 
to 4 treatment groups of 10 sections each and subjected 
to the following treatment protocols (Fig. 2): 
GROUP 1- GC Tooth Mousse Plus® (Recaldent GC 
Asia Dental)
GROUP 2- Clinpro™ Tooth crème (3M™ ESPE)
GROUP 3- Aclaim® toothpaste (Group pharmaceuticals 
Ltd)
GROUP 4-Artificial Saliva
The teeth in each group were treated daily with their res-
pective remineralizing agents by using a cotton appli-
cator tip, after which the specimens were washed with 
deionized water and placed in artificial saliva at a tempe-
rature of 37°C, in an incubator mimicking the oral tem-
perature. Artificial saliva was prepared using 3.90mM 

Trisodium Phosphate(Na3PO4), 4.29mM Sodium 
Chloride(NaCl),17.98mM Potassium Chloride(KCl), 
1.10mM Calcium Chloride (CaCl2),0.08mM Magne-
sium Chloride (MgCl2) ,0.50mM Sulfuric acid (H2SO4) 
,3.27mM Sodium Bicarbonate (NaHCO3) and distilled 
water (10).The artificial saliva was changed every 24hrs. 
The control was artificial saliva because this substance 
represents natural saliva, which does not demineralize 
enamel. It was predicted that tooth enamel would demi-
neralize when treated with artificial saliva. After 30 days 
of remineralization, the samples from each group were 
subjected to SEM- EDX analysis.
-Specimen Preparation for SEM- EDX
The enamel specimens were subjected to sputtering 
using a thin film of silver foil as a sputter (11). After spu-
ttering, the specimens were subjected to evaluation of 
mineral content (mass/atomic percentage) using Energy 
dispersive X-ray analysis (EDX).The digital outputs of 
the EDX values were interpreted numerically as Ca/P 
ratios at baseline, after demineralization and reminera-
lization. 

Results
Comparison of Ca/P mass % values after remineraliza-
tion by using one way ANOVA test showed that the mean 
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value of CPP-ACPF (1.913) was highest. This difference 
is statistically significant with p value <0.001(Table 1).
The SEM images after 96 hours of demineralization 
showed numerous micro porosities with less smooth 
surfaces of enamel and loss of aprismatic enamel, sug-
gestive of demineralization (Fig. 3A).
The digital outputs of the EDX values were interpreted 
numerically as Ca/P ratios at various intervals at baseli-
ne, post demineralization and 30 days post remineraliza-
tion. There was a decrease in the Ca/P mass percentage 
post demineralization when compared to baseline (Fig. 
3B).
SEM images of remineralized surface shows less evi-
dence of micro porosities. Amorphous deposits were 
seen when the specimens were remineralized. Greater 

Ca/Pmass % Groups Mean Std. Deviation Statistics/ 
mean 

squares

df2 (welch) 
/ F(Anova)

p value

Baseline Mass% Artificial Saliva 1.930872 0.109765 0.524 19.474 0.671
CPP-ACPF 2.014819 0.23983

TCP 1.960127 0.099171
n-HAp 1.917005 0.134466
Total 1.955706 0.154723

Demineralization 
Mass %

Artificial Saliva 1.786255 0.098398 0.021 3.476 0.026
CPP-ACPF 1.767373 0.072325

TCP 1.728947 0.064953
n-HAp 1.682207 0.072166
Total 1.741196 0.085111

Remineralization 
Mass %

Artificial Saliva 1.803406 0.103324 0.051 8.726 <0.001
CPP-ACPF 1.913827 0.061141

TCP 1.912181 0.077805
n-HAp 1.777755 0.054212
Total 1.851792 0.096587

Table 1: One way analysis of variance test with post hoc Tukey test.

deposits were observed in CPP-ACPF group quantitati-
vely (Fig. 4A) .There was an increase in the Ca/P mass 
percentage post remineralization when compared to de-
mineralization (Fig. 4B).
Post Hoc Analysis was done for each group at three di-
fferent intervals which showed that the comparison of 
difference between mean values of Ca/P mass % after 
demineralization and remineralization was highest in 
TCP with Fluoride (0.183).This difference was statisti-
cally significant with a P Value  <0.001 ( Table 2).
Paired t test was used for intra group comparison after 
demineralization and remineralization. On Comparison 
the mean values of Ca/P mass % after remineralization 
was higher and the value was statistically significant for 
all individual groups (Table 3).

Fig. 3: A) SEM image post demineralization of CPP-ACPF. B) EDX interpretation post demineralization of CPP-ACPF.
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Fig. 4: A) SEM image post remineralization of CPP-ACPF. B) EDX interpretation post remineralization of CPP-ACPF.

Difference Groups Mean Std. Deviation Statistics/ 
mean squares

df2 (welch) / 
F(Anova)

p value

Difference Of Baseline 
& Demineralization

Artificial Saliva 0.144617 0.100403 1.641 19.456 0.213
CPP-ACPF 0.247446 0.216444

TCP 0.23118 0.094135
n-HAp 0.234797 0.13425
Total 0.21451 0.145083

Difference Of Baseline 
& Remineralization

Artificial Saliva 0.127466 0.097198 2.918 17.491 0.063
CPP-ACPF 0.100992 0.227951

TCP 0.047946 0.043304
n-HAp 0.139249 0.123333
Total 0.103913 0.13922

Difference Of 
Remineralization &
Demineralization

Artificial Saliva 0.017151 0.015005 23.345 16.209 <0.001
CPP-ACPF 0.146453 0.101305

TCP 0.183234 0.076464
n-HAp 0.095548 0.053315
Total 0.110597 0.091679

Table 2: Inter group comparison assessing the difference at various intervals.

Group Ca/P Mass % Mean Std. 
Deviation

Paired Differences t df p value
Mean 

Difference
Std. 

Deviation
Artificial saliva demin mass % 1.786255 0.098398 -0.01715 0.015005 -3.614 9 0.006

remin mass % 1.803406 0.103324
CPP-ACPF demin mass % 1.767373 0.072325 -0.14645 0.101305 -4.572 9 0.001

remin mass % 1.913827 0.061141
TCP demin mass % 1.728947 0.064953 -0.18323 0.076464 -7.578 9 <0.001

remin mass % 1.912181 0.077805
Nano-hydroxyapatite demin mass % 1.682207 0.072166 -0.09555 0.053315 -5.667 9 <0.001

remin mass % 1.777755 0.054212

Table 3: Intra group comparison for Artificial saliva, CPP-ACPF, TCP, and Nano-hydroxyapatite after demineralization (demin) and reminer-
alization (remin).
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Discussion 
The modulation of the demineralization-remineraliza-
tion balance is the key to prevention of dental caries (2).
Until recently the concept of conventional treatment for 
carious lesions involved caries excavation and replace-
ment with a restorative material. However, with decades 
of research, the focus for the effective management of 
carious lesions is now shifted to the early detection of 
lesions and use of noninvasive techniques.Attempts to 
achieve this reversal state have been successfully made 
by using dentifrices. The non-invasive treatment of early 
caries lesions by remineralization is a major advantage 
in clinical management and remineralization bridges the 
traditional gap between prevention and surgical proce-
dures (12). Central to this vision is the ability to detect 
caries lesions at an early stage and correctly quantify the 
degree of mineral loss, ensuring that the correct inter-
vention is instituted.
The synergetic anticariogenic effect of CPP-ACPF and 
TCP has the added benefit of providing calcium and 
phosphate in the surrounding medium when there is an 
acid challenge.  These are excellent delivery vehicles 
available in a slow release amorphous form to locali-
ze calcium, phosphate and fluoride at the tooth surface 
(13). Nano hydroxyapatite has a potential of reminerali-
zing the tooth structure. It is hydrophilic and has greater 
surface area than the conventional hydroxyapatite crys-
tals. Hence, they have better wettability and form a thin 
but strong layer on enamel surface that bonds to tooth 
structure (14).
The pH cycling model has been used widely to investi-
gate caries-preventive agents on the dynamics of enamel 
demineralization and remineralization (Featherstone, 
1996, Ten Cate et al., 2006) (15). In the present study, 
pH cycling was implemented for a period of 30 days in 
order to allow sufficient time to produce changes in the 
demineralized enamel specimen. This model involved 
exposing the enamel specimens for 96 hours of demine-
ralization using Acetic acid buffer at a pH of 4.4.
Remineralization with tri calcium phosphate with Fluo-
ride showed increase in Ca/P mass percentage after de-
mineralization similar to a study done by Namritha Patil 
et al. (16) who reported that TCP + fluoride based pro-
ducts perform better than CPP-ACP based products in 
remineralizing artificial enamel caries and Incorporation 
of fluoride into CPP-ACP compounds enhanced the re-
mineralizing capacity.
Jayarajan J et al. (4) showed that the added benefit of 
fluoride (NaF 0.2%) to CPP-ACPF (Tooth Mousse-Plus) 
showed marginally more amount of remineralization 
than CPP-ACP alone (Tooth Mousse). Tschoppe et al. 
(17) evaluated the effects of a toothpaste containing 
NHA on enamel and dentin remineralization and showed 
that NHA toothpaste had greater efficacy for enamel and 
dentin remineralization than amine fluoride toothpaste. 

Bajaj M. et al. (18) compared CPP-ACP, Tri-calcium 
phosphate and Hydroxyapatite on remineralization of 
artificial caries like lesions on primary enamel, showed 
that Hydroxyapatite had better remineralization efficacy 
when compared to CPP-ACP and Tri-calcium phospha-
te.
In the present study, EDX analysis showed that the 
percentage gain of Ca and P after remineralization 
was greatest with CPP-ACPF when compared to other 
agents. SEM evaluation showed that CPP-ACPF had 
less evidence of micro porosities and greater amorphous 
deposits followed by TCP and Nano-hydroxyapatite. 
One possible limitation of the current study is that the le-
sions created in the study to replicate the demineralized 
surfaces might not represent white spot lesions complete-
ly. Remineralization in-vitro may be quite different when 
compared with dynamic complex biological system, which 
usually occurs in oral cavity in vivo. Thus, direct estimation 
to clinical conditions must be exercised with caution.

Conclusions
CPP-ACP with Fluoride(GC Tooth Mousse Plus™) and 
Tricalcium Phosphate (Clinpro tooth crème™) showed 
better remineralization potential compared to nano-hy-
droxyapatite (Aclaim®). Hence topical application of  
CPP-ACP with Fluoride, Tricalcium Phosphate, Na-
no-hydroxyapatite containing toothpastes have a definite 
role in remineralization of initial carious lesions. 

References
1. Aoba, T. Solubility properties of human tooth mineral and pathoge-
nesis of dental caries. Oral Dis. 2004;10:249-57.
2. Abou Neel EA, Aljabo A, Strange A, Ibrahim S, Coathup M, Young 
AM, et al. Demineralization-remineralization dynamics in teeth and 
bone. Int J Nanomedicine. 2016;11:4743-63.
3. Clarkson JJ, McLoughlin J. Role of fluoride in oral health promo-
tion.Int Dent J. 2000;50:119-28.
4. Jayarajan J, Janardhanam P, Jayakumar P, Deepika. Efficacy of 
CPP-ACP and CPP-ACPF on enamel remineralization - An in vitro 
study using scanning electron microscope and DIAGNOdent®. Indian 
J Dent Res. 2011;22:77-82.
5. Reynolds EC. Calcium phosphate-based remineralization systems: 
scientific evidence? Aust Dent J. 2008;53:268-73.
6. Manoharan V, Kumar RK, Sivanraj AK, Arumugam SB. Compara-
tive Evaluation of Remineralization Potential of Casein Phosphopep-
tide- Amorphous Calcium Fluoride Phosphate and Novamin on Artifi-
cially Demineralized Human Enamel: An In vitro Study. Contemp Clin 
Dent. 2018;9:58-63.
7. Chandki R, Kala M, Kumar KN, Brigit B, Banthia P, Banthia R. 
‘Nanodentistry’: Exploring the beauty of miniature. J Clin Exp Dent. 
2012;4:119-24.
8. Huang SB, Gao SS, Yu HY. Effect of nano-hydroxyapatite concen-
tration on remineralization of initial enamel lesion in vitro. Biomed 
Mater. 2009;4:034104.
9. Hegde MN, Moany A. Remineralization of enamel subsurface le-
sions with casein phosphopeptide-amorphous calcium phosphate: A 
quantitative energy dispersive X-ray analysis using scanning electron 
microscopy: An in vitro study. J Conserv Dent. 2012;15:61-7.
10. Lata S, Varghese NO, Varughese JM. Remineralization potential of 
fluoride and amorphous calcium phosphate-casein phospho peptide on 
enamel lesions: An in vitro comparative evaluation. J Conserv Dent. 
2010;13:42-6.



J Clin Exp Dent. 2019;11(12):e1120-6.                                                                                                                                  Remineralization potential of CPP-ACPF, TCP and Nanohydroxyapatite

e1126

11. Janda R. Preparation of extracted natural human teeth for SEM 
investigations. Biomaterials. 1995;16:209-17.
12. Mehta R, Nandlal B, Prashanth S. Comparative evaluation of re-
mineralization potential of casein phosphopeptide-amorphous calcium 
phosphate and casein phosphopeptide-amorphous calcium phosphate 
fluoride on artificial enamel white spot lesion: An in vitro light fluores-
cence study. Indian J Dent Res. 2013;24:681-9.
13. Elsayad I, Sakr A, Badr Y. Combining casein phosphopepti-
de-amorphous calcium phosphate with fluoride: Synergistic reminera-
lization potential of artificially demineralized enamel or not? J Biomed 
Opt. 2009;14:044039.
14. Rathi N, Baid R, Baliga S, Thosar N. Comparative evaluation of 
Nano-Hydroxyapatite preparation and Calcium Sucrose Phosphate on 
microhardness of deciduous teeth after iron drop exposure - An in-vi-
tro study. J Clin Exp Dent. 2017;9:579-83.
15. White DJ. The application of in vitro models to research on de-
mineralization and remineralization of the teeth. Adv Dent Res. 
1995;9:175-93.
16. Patil N, Choudhari S, Kulkarni S, Joshi SR. Comparative evalua-
tion of remineralizing potential of three agents on artificially demine-
ralized human enamel: An in vitro study. J Conserv Dent. 2013;16:116.
17. Tschoppe P, Zandim DL, Martus P, Kielbassa AM. Enamel and 
dentin remineralization by nano-hydroxyapatite toothpastes. J Dent. 
2011;39:430-7.
18. Bajaj M, Poornima P, Praveen S, Nagaveni NB, Roopa KB, Neena 
IE, et al. Comparison of CPP-ACP, Tri-Calcium Phosphate and Hy-
droxyapatite on Remineralization of Artificial Caries like Lesions on 
Primary Enamel -An in vitro Study.J ClinPediatr Dent. 2016; 40:404-
9.

Conflict of interest
The authors have declared that no conflict of interest exist.


