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Abstract 
Background: Self-assembling peptide has been recently introduced to promote hard tissue regeneration for treating 
early non-cavitated carious lesions. This study investigates the efficacy of biomimetic self-assembling peptide 
(P11-4) on enamel remineralization combined with CPP-ACPF or fluoride. 
Material and Methods: Artificial enamel lesions were created on buccal surface of 60 specimens and were ran-
domly assigned to six groups according to the remineralizing agent: G1-(Control, artificial saliva), G2-(Fluoride 
varnish), G3-(CPP-ACPF varnish), G4-(Self-assembling peptide), G5-(Self-assembling peptide+fluoride varnish), 
G6-(Self-assembling peptide+CPP-ACPF varnish). All products were applied according to manufacturer’s instruc-
tions and specimens were stored in a daily renewed artificial saliva. Surface microhardness (SMH) and scanning 
electron microscope (SEM) were assessed at baseline, after demineralization, 1 week and 4 weeks storage. SMH 
values were analyzed using ANOVA and Tukey’s post-hoc test. 
Results: The highest statistically significant SMH values were found in G6 followed by G5, G4, G2 and G3 while 
the lowest values were found in G1. No statistically significant difference was found between G5 and G6. Also, no 
statistically significant difference was found between G2 and G3. SEM showed that G4, G5, G6 resulted in more 
pronounced remineralization, reversing the demineralized enamel fish scale pattern compared to G2 and G3 after 
1 week and 4 week remineralization. 
Conclusions: Complementary effect was obtained after combining self-assembling peptide with CPP-ACPF or 
fluoride showing the highest remineralizing potential early after 1 week and even after 4 weeks compared to when 
each agent used alone. Added benefits can be obtained through combining self-assembling peptide with other remi-
neralzing agents allowing faster and enhanced regeneration of non-cavitated caries lesions.
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Introduction
The greater understanding of the dental caries process 
has led to the development of methodologies for de-
tecting early non-cavitated caries lesions and the use 
of non-invasive methods for treating such lesions. The 
increasing demand and interest in minimal intervention 
dentistry encouraged the non-surgical management of 
these lesions through the biological approach; remine-
ralization (1).
The strategy for remineralization is to have ions direct-
ly delivered to where and when they are needed most. 
Several mechanisms are available for remineralization 
with topical fluoride being the most common. Although 
fluoride’s anti-caries ability is well known, high concen-
trations of fluoride mainly increase the remineralization 
of the outer enamel resulting only in a superficial remi-
neralization layer without fully remineralizing the body 
of the lesion (2). More recently, other technologies as 
calcium phosphate based agents were developed to en-
hance or replace fluoride’s ability for remineralization 
(3).
During enamel development, enamel matrix proteins 
are known to control the disposition, morphology and 
growth of the hydroxyapatite crystals (4). However, the 
enamel matrix is mostly degraded during final enamel 
maturation and is unavailable later on during the tooth 
lifetime to support regeneration of any defects (5).
Biomimetic strategies mimicking the natural process 
of enamel formation may potentially regenerate the da-
maged enamel surface and increase tooth longevity (6). 
Smart nano-biomaterials have been introduced aiming 
to replace lost dental tissues with biologically similar 
ones adopting the concept of regenerative dentistry (5).
Novel self-assembling peptides are introduced, a biomi-
metic approach for guided enamel regeneration. (P11-4) 
is a rationally designed self-assembling peptide that in 
response to specific environmental factors undergoes a 
spontaneous hierarchical self-assembly forming three 
dimensional fibrillar scaffolds (4). These assembled 
scaffolds promote natural hard tissue remineralization 
through saliva by attracting calcium ions and inhibits de-
mineralization by resisting acid attacks. Furthermore it 
induces de novo hydroxyapatite precipitation (7). Thus, 
recapitulating histogenesis, self-assembling peptides 
template and nucleate de novo hydroxyapatites mimic-
king the role of enamel matrix proteins (8).
Many attempts combining different remineralizing 
agents have been utilized for a complementary mode of 
action to have added benefits of accelerating or boosting 
the remineralization potential of the agents together than 
when used alone. 
In an attempt to clarify the complementary mode of ac-
tion between different available remineralizing systems; 
adding the regenerative ability of self-assembling pepti-
de while providing it with a copious source of calcium 

phosphate or fluoride ions might introduce favorable 
results. Thus, this study was conducted to evaluate the 
remineralizing potential of the self-assembling peptide 
combined with casein phosphopeptide amorphous cal-
cium phosphate fluoride (CPP-ACPF) or fluoride based 
systems.
The null hypothesis tested is: there is no difference 
between the remineralizing potential of the combined 
self-assembling peptide with CPP-ACPF or fluoride and 
the remineralzing potential of each agent alone.

Material and Methods
-Materials
Three remineralizing agents were tested in this study: 
(a) Bifluorid 10® (VOCO, Cuxhaven, Germany) as 
fluoride based varnish containing 22,600 ppm fluoride. 
(b)  MI varnishTM (GC Corporation, Tokyo, Japan) as 
CPP-ACPF based varnish containing 5% CPP-ACP and 
22,600 ppm fluoride. (c) CURODONT RepairTM (Cre-
dentis AG, Windisch, Switzerland) that incorporates the 
self-assembling peptide (P11-4) based CuroloxTM tech-
nology.
-Specimen Preparation
A total of sixty sound freshly extracted molar teeth were 
used. The roots were removed 2mm below the cemen-
to-enamel junction using a microtome (Leica 1600 saw 
microtome, Wetzlar, Germany). The selected teeth were 
cleaned using scalers, ultrasonic scaling tips, rubber cup/
pumice prophylaxis (9) then stored in saturated thymol 
solution for 2 weeks (10). The teeth were inspected un-
der a stereomicroscope (Leica S8 APO, Wetzlar, Ger-
many) at 40x magnification to exclude teeth with enamel 
defects, cracks, stains or caries. Each tooth crown was 
embedded in self-cured acrylic resin mold with the buc-
cal surface facing upwards. The buccal surfaces were 
polished using finishing and polishing disks (Sof-Lex 
Pop-On Disks 3M ESPE, St Paul, MN, USA) in progres-
sively finer grits (coarse, medium, fine and superfine) 
on a slow speed contra-angle hand-piece (T1 Line se-
ries, Sirona, Germany) (11). The buccal surface of each 
specimen was coated with an acid resistant nail varnish 
(Bourjois, Paris) leaving 4 equal windows of exposed 
enamel 2 mm × 2 mm each. The first window was coated 
with nail varnish to act as control for baseline.
-Demineralization
Artificial caries-like enamel lesions were created by im-
mersing the specimens in a demineralizing solution. The 
solution contained 2.2 mM CaCl2 (calcium chloride), 2.2 
mM NaH2PO4 (Sodium dihydrogen orthophosphate de-
hydrate), and 0.05 M acetic acid; the pH was adjusted 
to 4.4 with 1 M KOH (potassium hydroxide). Each spe-
cimen was immersed separately in a daily renewed de-
mineralizing solution for 4 consecutive days (96 hours) 
until a uniform white spot lesion was created (12). Spe-
cimens were then rinsed carefully and stored in distilled 
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deionized water. The second window was coated with 
nail varnish to act as control for demineralization.
-Remineralization
Artificial saliva was prepared according to the formu-
lation of Ten Cate and Duijsters (13) which contained 
1.5mM CaCl2, 0.9mM NaH2PO4, 0.15M KCl (potassium 
chloride) at pH 7.0. Specimens were randomly divided 
into six groups (n=10) according to the treatment em-
ployed: 
G1 (Control group): no treatment was applied and the 
specimens were stored in daily renewed artificial saliva.
G2 (fluoride group):  The specimens were dried and a 
thin, uniform layer of the varnish was applied in a single 
stroke painting motion. The varnish was allowed to be 
absorbed for 20 seconds then air dried. The specimens 
were stored in daily renewed artificial saliva.
G3 (CPP-ACPF group): The specimens were dried and 
a thin, uniform layer of the varnish was applied in a sin-
gle stroke painting motion. The varnish was also left un-
disturbed for 20 seconds. The specimens were stored in 
daily renewed artificial saliva. 
G4 (self-assembling peptide group): The material was 
supplied in powdered form, in glass vials. Just before 
application, it was reconstituted with 50 μl distilled wa-
ter. The agent was applied and left undisturbed for 5 mi-
nutes (till disappearance) to allow diffusion and self-as-
sembly. The specimens were stored in daily renewed 
artificial saliva.
G5 (self-assembling peptide agent + fluoride): The 
self-assembling peptide was applied first as in G4 fo-
llowed by the application of the fluoride varnish as in 
G2. The specimens were stored in daily renewed artifi-
cial saliva.
G6 (self-assembling peptide agent + CPP-ACPF): The 
self-assembling peptide was applied first as in G4 fo-
llowed by the application of the CPP-ACPF varnish as 
in G3. The specimens were stored in daily renewed ar-
tificial saliva.
For groups G2,G3, G5 and G6: after 6 hours of immer-
sion in artificial saliva, the remaining varnish was remo-
ved using a no. 15 scalpel blade followed by cleaning off 
the surface with cotton tip immersed in deionized water 
(10). After treatment, each specimen was stored separa-
tely in a daily renewed artificial saliva till testing (14). 
The third window was covered with nail varnish after 
1 week remineralization. Following 4 weeks reminera-
lization, the nail varnish was peeled off carefully and 
the specimens were tested using surface microhardness 
assessment and scanning electron microscope examina-
tion.
-Assessment of Surface Microhardness (SMH)
Surface microhardness was measured at baseline of 
sound enamel, after demineralization, after 1 week re-
mineralization and 4 weeks remineralization. SMH was 
performed using a Vickers Microhardness Tester (Bue-

hler Wilson Hardness Tester, Lake Bluff, USA) with 
a Vickers diamond indenter. Each measurement was 
carried out by applying 100 grams load for 5 seconds 
oriented perpendicularly to the enamel surface. All rea-
dings were performed by the same examiner using the 
same calibrated machine. In each reading, 3 indentations 
were made and their average was taken to represent the 
specimen’s hardness value.     
-Scanning Electron Microscope Examination (SEM)
A randomly selected specimen from each group was 
mounted on SEM stud and was examined for morpholo-
gical characterization using an Environmental Scanning 
Electron Microscope (ESEM) (Quanta 200, FEI Com-
pany, Philips Electron Optics, Eindhoven, Netherlands) 
at 2000x magnification. The specimen was examined at 
baseline, after demineralization, 1 week and 4 weeks re-
mineralization.
-Statistical Analysis
Statistical analysis was performed with IBM® SPSS® 
(version 20) software (SPSS Inc., IBM Corporation, NY, 
USA). The significance level was set at p ≤ 0.05. Data is 
presented as means and standard deviation (SD) values 
that were calculated for each group. Two-way ANOVA 
analysis was used to determine the effect of different va-
riables on mean microhardness values. One-way ANO-
VA followed by Tukey’s post hoc test were used to com-
pare between more than two groups. 

Results
-Enamel Surface Microhardness
The results of Two-way ANOVA analysis for the effect 
of different variables on mean surface microhardness 
(SMH) are shown in Table 1. The remineralizing agents 
and the storage period had a statistically significant 
effect on mean SMH. The interaction between the two 
variables had a statistically significant effect on mean 
SMH.
The mean (±SD) surface microhardness (SMH) values 
of all groups at different testing periods are shown in 
Table 2. The enamel baseline showed the highest statis-
tically significant SMH values (p ≤ 0.05). Demineralized 
enamel showed a significant reduction in SMH values (p 
≤ 0.05). There was no statistically significant difference 
between all groups at both baseline and demineralization 
(p ≥ 0.05). After remineralization, there was a significant 
increase in SMH values (p ≤ 0.05). The highest SMH va-
lues were found in self-assembling peptide+CPP-ACPF 
followed by self-assembling peptide+fluoride, self-as-
sembling peptide, fluoride and CPP-ACPF while the 
lowest values were found in artificial saliva. However, 
no statistically significant difference was found be-
tween self-assembling+fluoride and self-assembling+-
CPP-ACPF at p=0.99. Also, no statistically significant 
difference was found between fluoride and CPP-ACPF 
at p=0.96. A statistically significant difference was 
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Source of variation Type III

sum of

Squares

df Mean

Square

F - value p - value

Remineralizing agent 198756.630 5 39751.326 558.353 <0.001*

Remineralizing period 3732.240 1 3732.240 52.424 <0.001*

Remineralizing agent x Remineralizing 
period interaction

1610.054 5 322.011 4.523 0.001*

Table 1: Two way analysis of variance results.

df: degrees of freedom = (n-1), (*): Significant at p≤ 0.05

Variables Baseline Demineralization 1 Week 4 Weeks p-value

Artificial Saliva

SMH
349.08 ± 12.86a,A 224.84 ± 4.97c,A 230.59 ±3.16bc,D 237.93 ± 2.64b,D

<0.001*

Fluoride

SMH
359.58 ± 12.36a,A 227.76 ± 7.36d,A 283.32 ±4.95c,C 297.32 ± 1.36b,C

<0.001*

CPP-ACPF

SMH
352.69 ± 16.19a,A 232.73 ± 7.58d,A 277.34 ±5.01c,C 300.28 ± 4.06b,C

<0.001*

Self-assembling peptide

SMH
348.32 ± 8.99a,A 228.59 ± 8.78d,A 317.60 ± 9.54c,B 334.14 ± 8.98b,B

<0.001*

Self-assembling peptide 
with Fluoride

SMH
365.16 ± 6.27a,A 239.19 ± 10.66c,A 347.72 ± 9.76b,A 350.52 ± 10.96b,A

<0.001*

Self-assembling peptide 
with CPP-ACPF

SMH
366.83 ± 4.50a,A 240.50 ± 11.55c,A 349.06 ± 13.72b,A 352.36 ± 13.92ab,A

<0.001*

p-value 0.310ns 0.097ns < 0.001* < 0.001*

Table 2: Mean ± SD of all tested groups at baseline, after demineralization, one week and four weeks remineralization.

(*): significant (ns): non-significant. Statistical comparison between tested groups at (p≤ 0.05). Different small letters superscript indicate sta-
tistically significant difference within the same row. Different capital letters superscript indicate statistically significant difference within the 
same column. 

found between all other groups at p<0.001. A statistica-
lly significant difference was found between 1 week and 
4 weeks remineralization values in all groups except in 
both self-assembling+CPP-ACPF and self-assembling 
peptide+fluoride groups where no statistically signifi-
cant difference was found between 1 week and 4 weeks 
remineralization values at p=0.940 and p= 0.946 respec-
tively. As for the self-assembling peptide+CPP-ACPF 
group, no statistically significant difference was found 
between SMH/baseline and SMH/4 weeks remineraliza-
tion at p=0.095.
-SEM Morphological Characters:
Representative SEM images revealing morphological 

features of the enamel surface in each treatment group at 
different testing periods are shown in figure 1 (A-H) and 
figure 2 (I-N). Baseline enamel showed an intact, homo-
genous smooth appearance (Fig. 1A). After deminerali-
zation, uneven, rough surface with increased porosities 
was evident depicting a fish scale or honeycomb pattern 
as a result of the dissolution of the prism cores (Fig. 
1B).  Artificial saliva showed no morphology alteration 
or change significant from the demineralized enamel in 
both 1 week and 4 weeks (Fig. 1C,D).  
Tested remineralzing agents showed various increased 
crystal densities with noticeable decrease in pores and 
defects of the enamel surface compared to the control 
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Fig. 1: (A – H): SEM images of sound enamel surface at baseline (A), after demineralization (B) and after 
remineralization of groups [G1 to G3]: Artificial saliva (G1) after 1 week and 4 weeks (C – D); Fluoride 
(G2) after 1 week and 4 weeks (E – F); CPP-ACPF (G3) after 1 week and 4 weeks (G – H).

group. G4, G5 and G6 (Fig. 2I-N) revealed more pro-
nounced remineralized pattern that was evident early 
after 1 week remineralization and also quite improved 
after 4 weeks, reversing the fish scale pattern and the 
prismatic enamel structure became hidden by mineral 
deposition, occluding the defects and producing a more 
flattened enamel surface compared to G2 and G3 (Fig. 
1E-H). For groups G2 and G3, 4 weeks remineralization 
resulted in better and increased remineralized pattern 
compared to 1 week remineralization.

Discussion
Advances in the clinical management of caries disease 
involves replacing traditional surgical procedures with 
the non-invasive treatment of early carious lesions by 
remineralization; which is just what dentistry needs for 
the current age. In recent years, new preparations have 
been developed, all of which aim to remineralize or 
infiltrate initial lesions and thus, counter their exacer-
bation (15). Smart nanobiomaterials aiming to induce 
biomimetic regeneration is now the emerging approach 
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in the current research for the treatment of carious le-
sions (16,17).
Surface microhardness analysis (SMH) is a simple, fast 
and reliable method to assess demineralization and remi-
neralization changes occurring in enamel. SMH testing 
measures the material’s  resistance against plastic defor-
mation from a standard source, allowing repeated mea-
surements of the same specimen over a period of time, 
reducing the experimental variation and reinforcing that 
SMH evaluations are a feasible choice to estimate mine-
ral changes (18).
Scanning electron microscope (SEM) is an adjunct tool, 
which helps in illustrating the surface ultra-morphologi-
cal changes induced by different remineralizing agents 
(10).
The results of the study indicated that all treatment re-
gimens significantly promoted remineralization of ena-
mel lesions and increased surface microhardness (SMH) 
compared to artificial saliva. The highest SMH values 
were found in self-assembling peptide+CPP-ACPF fo-
llowed by self-assembling peptide+fluoride, self-assem-
bling peptide, fluoride and CPP-ACPF while the lowest 

Fig. 2: (I – N): SEM images after remineralization of groups [G4 to G6]: self-assembling 
peptide (G4) after 1 week and 4 weeks (I – J); self-assembling peptide agent + fluoride (G5) 
after 1 week and 4 weeks (K – L); self-assembling peptide agent + CPP-ACPF (G6) after 1 
week and 4 weeks (M – N).

values were found in artificial saliva. This denotes that a 
complementary effect was found and a higher reminera-
lization potential was obtained when the remineralizing 
agents were combined compared to when each was used 
alone. Thus, the null hypothesis has to be rejected.
(P11-4) is a rationally designed self-assembling pepti-
de that undergoes; in response to specific environmen-
tal factors, a hierarchically predetermined process of 
self-assembling, forming three-dimensional fibrillar 
scaffolds that serve as ideal templates for hydroxyapa-
tite nucleation (4,7,17). At different environmental con-
ditions, such as low pH, the presence of cations and the 
high ionic strength; conditions presumed to be found 
within a caries lesion (7), P11-4 spontaneously swit-
ches and self-assembles to an elastomeric nematic 3D 
scaffold gels, that shows high affinity to tooth minerals 
forming strong chemical bonding with the tooth surface 
(4,16).
These scaffold-like structures mimic the action of ex-
tracellular matrix proteins found in the natural minera-
lization process during odontogensis, which are known 
to control the deposition and growth of hydroxyapatite 
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crystals (4). Thus, it promotes enamel regeneration by 
attracting and nucleating calcium ions inducing de novo 
hydroxyapatite precipitation (7).
The results obtained in this study are in agreement with 
studies done by Kucukyilmaz and Savas (2), Kind et al. 
(5), Brunton et al. (7), Takahashi et al. (16), Schmidlin 
et al. (17) and Bröseler et al. (19) where they also found 
P11-4 able to induce biomimetic mineralization of early 
caries lesions. 
Self-assembling peptides promotes subsurface remine-
ralization (17,20) due to its designed application in a 
monomeric, low viscosity liquid that allows its deep di-
ffusion into the lesion body followed by a rapidly driven 
3D gel self-assembly promoting in-depth remineraliza-
tion.  
Fluoride’s caries preventative effect is most pronounced 
due to its ability to form fluoroapatite crystals which 
are more acid stable. It promotes remineralization whe-
re fluoride incorporated attracts calcium and phosphate 
ions increasing mineral content. However, fluoride’s li-
mitation exists in that high concentrations will mainly 
increase the remineralization of the outer enamel and 
decrease the demineralization of the inner enamel, fre-
quently resulting in a superficial remineralization layer 
at the expense of the lesion body (6).
CPP-ACP is a bioactive agent formulated from two 
parts: casein phosphopeptides (CPP) and amorphous 
calcium phosphate (ACP). CPPs binds to form clusters 
of ACP in metastable solution, preventing their growth 
to the critical size required for nucleation and precipita-
tion (4). PP-ACP nano-complexes bind onto the tooth 
surfaces, dental plaque and diffuse into the body of le-
sion releasing the weakly bound, high level of calcium 
and phosphate ions, which would then deposit into crys-
tal voids (1).
The results obtained with the highest SMH values found 
in the combined groups denotes that the presence of co-
pious amounts of calcium, phosphate and fluoride ions 
aided in the enhancement of the regenerative potential 
of self-assembling peptide where these assembled sca-
ffolds supported and initiated an increased hydroxyapa-
tite crystallization utilizing the high level of ions avai-
lable. Not only that, but the highest SMH values were 
obtained early only after 1 week with no statistically 
significant difference after 4 weeks indicating the possi-
bility of  reaching maximum remineralizing potential in 
a short period of time when combined with reminerali-
zing regimens. No statistically significant difference was 
found between self-assembling peptide+CPP-ACPF and 
self-assembling peptide+fluoride. Aslo, a “full reco-
very” was reached in the self-assembling+CPP-ACPF 
group as no difference was found between the baseline 
and the 4 weeks remineralization SMH values. 
Also, the SMH values amongst the remineralizing 
agents used revealed no statistically significant differen-

ce between fluoride and CPP-ACPF. These results are 
in agreement with studies done by Kumar et al. (12), 
Shetty at al. (21) and Mohd Said et al. (22).
Scanning electron microscope (SEM) is done for qua-
litative assessment of the remineralizing regimens. 
Results showed that after 1 week; groups G6 (self-as-
sembling peptide+CPP-ACPF), G5 (self-assembling 
peptide+fluoride) and G4 (self-assembling peptide) had 
the most pronounced remineralized pattern and reversed 
the demineralized enamel surface by occluding defects 
and regaining the flattened homogenous surface similar 
to that of the sound baseline enamel. The regained remi-
neralized surface also showed improvement after 4 wee-
ks. Groups G2 (fluoride) and G3 (CPP-ACPF) did show 
a remineralized pattern but was to a much lesser extent 
than groups G4, G5 and G6. The remineralized pattern 
of G2 and G3 was appeared to be just starting after 1 
week with some defects and demineralized pores still 
evident. While after 4 weeks, a greater improvement and 
remineralization decreasing the pore size can be seen.
The control group showed the least values of reminerali-
zation as saliva fails to initiate the process of increasing 
the levels of calcium and phosphate delivery compa-
red to the remineralizing regimens applied (21) which 
goes in accordance with studies done by Zhang et al. 
(23), Rirattanapong et al. (24) and Somani et al. (25). In 
addition, the formula of the artificial saliva used in the 
present study did not contain any fluoride which could 
explain the limited remineralization by the control group 
(10). Also, SEM showed that the control group failed to 
occlude the defects with the demineralized surface pat-
tern remaining even after 4 weeks.

Conclusions
Under the limitations of the present study, it can be con-
cluded that a complementary effect was obtained by 
combining self-assembling peptide with CPP-ACPF or 
fluoride showing the highest remineralizing potential 
early after 1 week and even after 4 weeks compared to 
when each agent was used alone. Hence, added benefits 
of accelerating and improving the remineralization pro-
cess can be obtained through combining self-assembling 
peptide with other remineralzing agents allowing much 
faster and enhanced regenerative repair for non-cavita-
ted caries lesions.
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