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Abstract 
Background: Immediate dentin sealing (IDS) with proanthocyanidin (PA) could be used before cementation with 
a self-adhesive (SA) cement. The aim of this study was to assess the effect of PA treatment on acid-etched dentin 
before adhesive application, in IDS and delayed dentin sealing (DDS), on the strengthening property of SA-cemen-
ted composite resin inlay in premolars.
Material and Methods: Eighty-four maxillary premolars were divided into 7 groups (n=12): 1) (Intact) Sound teeth 
served as controls; groups 2-7) After cavity preparation and fabrication of composite resin inlay, temporary inlays 
were made and cemented. After one week, the inlays were removed and composite inlays were luted with a self-ad-
hesive resin cement as follows: 2) (SA) Without dentin- pretreatment; 3) (DDS) Etch-and-rinse adhesive before the 
cementation; 4) (DDS/PA) PA treatment of acid-etched dentin before the adhesive, followed by the cementation; 
5) (Etch/PA) PA treatment of acid-etched dentin before the cementation; 6 and 7) (IDS and IDS/PA) Application of 
IDS without or with PA treatment, respectively, one week before the cementation. After thermo-mechanical aging, 
fracture resistance (FR) was tested. Data were analyzed using one-way ANOVA and Tamhane tests (α=0.05).
Results: There was a significant difference between the study groups (P < 0.001). The IDS and IDS/PA groups yiel-
ded significantly higher FR compared to the SA group (P ≤ 0.003), but the DDS, DDS/PA and Etch/PA groups did 
not differ from the SA group (P > 0.05). The effect of PA on FR in the IDS and DDS techniques was not significant.
Conclusions: IDS with or without PA treatment considerably improved the strength of premolars with self-adhesi-
ve-cemented inlay, while the value of only IDS with PA treatment reached the level of the sound teeth.
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Introduction
An effective and stable bonding is mandatory between 
the resin cement and tooth structure in order to benefit 
from the strengthening effect of indirect adhesive res-
torations in teeth with severely weakened structure (1). 
Self-adhesive (SA) resin cements appear to be a proper 
choice to overcome the highly complex, technique sen-
sitive and time-consuming nature of etch-and-rinse ad-
hesive cementation (2,3). However, this simplification 
might be associated with lower bonding ability and the 
consequent strengthening effect (4,5). This is due to li-
mited etching potential and superficial interaction of the 
highly viscous cement with tooth structure (3,4). SA re-
sin cements contain acidic monomers that demineralize 
and infiltrate the tooth structure, creating micromechani-
cal retention. Also, these monomers are capable of pro-
viding chemical bonding to hydroxyapatite (2,4). Despi-
te this superficial interaction, their dentin bond strength 
was reported to be comparable to those of etch-and-rinse 
adhesive cements; however, enamel bonding ability was 
lower (3). On the other hand, freshly prepared and clean 
dentin, as an optimal substrate for bonding, is not avai-
lable in the majority of indirect restorations. Following 
the provisional stage, dentin contaminated with residual 
temporary cement is not a suitable substrate for bon-
ding. The cement remnant is not easily removed with 
pumice/cleaning paste before final cementation (6). This 
is especially true for SA cement that does not need any 
pretreatment, compromising penetration of resin and 
bonding performance of SA cement (7). To overcome 
this, immediate dentin sealing (IDS) was suggested for 
etch-and-rinse adhesive resin cements in the early 1990s 
(8). The immediate application of a three-step or two-
step etch-and-rinse system on freshly cut dentin before 
the impression making has demonstrated advantages in 
terms of bond strength, marginal adaptation/sealing, and 
post-cementation sensitivity (9,10). Apparently, this te-
chnique allows the dentin bond to develop without stres-
ses induced by resin cement/restoration shrinkage (10). 
Oliveira et al. used a self-etching adhesive (Clearfil SE) 
for IDS and a SA resin cement (Panavia F) for the in-
lays cementation (11). They found that IDS had no effect 
on initial fracture resistance of premolars restored with 
composite resin inlay luted with Panavia F (11). On the 
other hand, Gresnigt et al. used Optibond FL (an etch 
& rinse adhesive) for the IDS and Variolink Veneer (a 
conventional resin cement) for the veneers cementation 
(12). They found that the fracture strength of lamina-
te veneer was reported to increase following improved 
adhesion to large dentin exposure areas through IDS 
technique (12). This technique could protect cut dentin 
and pulp against bacterial leakage during the provisio-
nal phase (9). Moreover, the detachment of temporary 
restoration, saliva contamination, and microleakage du-
ring the temporary phase is highly possible. Therefore, 

including an antibacterial agent in the IDS technique 
could have beneficial effects. In addition to its antibac-
terial effect, the multifunctionality of proanthocyanidin 
from grape seed extract (PA) as a matrix metalloproteina-
se (MMP) inhibitor, collagen cross-linker, and antioxidant 
could make it attractive during cementation (13-15). The 
proanthocyanidin from grape seed extract (PA) is a fla-
vanol compound that has a high affinity for proline-rich 
proteins, such as collagen. The interaction mechanism of 
PA with collagen is covalent and hydrophobic bonds, io-
nic interaction and hydrogen bonding. In additon to its 
antibacterial effect, multifunctionality of PA as a matrix 
metalloproteinase (MMP) inhibitor, collagen cross-linker 
and antioxidant, could make it attractive during cemen-
tation (13,15). PA can improve the elastic modulus and 
stiffness of the collagen matrix and increase the mecha-
nical properties of demineralized dentin (13,15). In this 
sense, dentin pretreatment with PA was found to enhance 
the bond strength of etch-and-rinse (E&R) adhesives (15). 
On the other hand, some authors suggested the appli-
cation of E&R adhesive system before to SA cements 
to improve dentin bond strength (16). Therefore, PA in 
association with E&R adhesives could be applied just 
before to cementation with SA cement as delayed den-
tin sealing (DDS) or in the IDS method. However, the 
effects of the application of this modified IDS/DDS me-
thod in the efficacy of SA cements have not been evalua-
ted in the literature. Therefore, this study was designed 
to examine the null hypothesis stating that IDS and DDS 
techniques combined with PA would have no effect on 
FR of premolars with an SA-cemented composite resin 
inlay after thermo-mechanical aging.

Material and Methods
Following approval of the research protocol by the Re-
search Ethics Committee of Shiraz University of Me-
dical Sciences, 84 maxillary single-rooted premolars, 
extracted for orthodontic reasons, were selected. The 
teeth were sound with no defects, fractures or crack lines 
as verified under ×20 magnification. The samples were 
cleaned and disinfected in 0.5% chloramine solution and 
then stored in distilled water at 4ºC. The buccopalatal 
and mesiodistal dimensions of the teeth, measured with 
a digital caliper (Mitutoyo Digimatic; Mitutoyo, Kawa-
saki, Japan), were 9 and 7 mm, respectively, with a va-
riation of 0.5 mm for each dimension. Before to embe-
dding the teeth in a cylinder of self-curing acrylic resin 
up to 1 mm below the cementoenamel junction (CEJ), 
their roots were covered with a 0.2–0.3-mm layer of 
melted wax. This layer was replaced with a polyether 
impression material to mimic the periodontal ligament 
(17). The long axis of the tooth was perpendicular to the 
base of the cylinder. The teeth were randomly assigned 
to seven groups (n=12). The teeth included in group 1 
remained intact, serving as a control group. A silicone 
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mold was made from the premolar surface before to in-
lay preparation.
-MOD Inlay Preparation 
Standardized MOD cavities were prepared with conical 
round-ended diamond burs (#856-018-FG, Meisinger, 
USA) in a high-speed handpiece under water and air 
cooling. The preparations had rounded internal angles, 
6° divergent walls, and an occlusal box with a width of 
two-thirds of the intercuspal distance and a buccopalatal 
dimension of 3.5±0.2 mm. The remaining buccal and pa-
latal cusps had a thickness of 2.7±0.2 mm. The cervical 
wall was placed 1 mm above the CEJ in enamel, with a 
depth of 4±0.2 mm at the isthmus. The preparations had 
only buccal and palatal walls, with no axial walls. The 
diamond bur was replaced after every five preparations.
-Inlay Fabrication Temporary Phase and Cementation 
Procedures
Following isolation of the cavity surfaces with a me-
dium of water-soluble gel (Johnson & Johnson, New 
Brunswick, NJ, USA), the composite inlays were fabri-
cated with Z250 (3M ESPE, St. Paul, MN, USA) in four 

Material/manufacture Type Composition Mode of application
BiFix SE/VOCO, 
Cuxhaven, Germany

SA resin cement Bis-GMA, aliphatic, 
aromatic and acid 

methacrylate, benzoyl 
peroxide, amins, BHT

1. Dispense the cement from 
a dual-barreled automix 

syringe and a spiral mixing 
tip.

2. Apply the cement on the 
ceramic surface. Self-cure 

for 5min and light-cure each 
axial surface for 40s

Futurabond U/VOCO, 
Cuxhaven, Germany

Dual-cured universal 
adhesive

Liquid 1: Acidic adhesive 
monomer, HEMA, BISGMA, 

HEDMA, UDMA Catalyst
Liquid 2: Ethanol initiator, 

catalyst

1. Apply the adhesive to the 
entire preparation with a 

microbrush and rub it in for 
20 s. If necessary, rewet the 
disposable applicator during 

treatment.
2. Direct a gentle stream of 
air over the liquid for about 
5 s until it no longer moves 

and the solvent is evaporated 
completely

3. Light cure for 10 s.
Cimara Silane Coupling 
agent, VOCO, Cuxhaven, 
Germany

Silane coupling agent Bis-GMA, aliphatic, 
aromatic and acid 

methacrylate, benzoyl 
peroxide, amines, BHT

The silane-coupling agent 
was applied in a single layer 
on the internal surfaces of 
inlays and gently air-dried 

after 60 seconds.
Proanthocyanidin (PA)/
Puritanse Pride Inc, Oakdale, 
NY, USA 

Proanthocyanidin Proanthocyanidin-grape seed 
extract 

6.5% weight, distilled water

After the acid etching step, 
PA was applied for 60 s with 
gentle agitation using a fully 
saturated applicator. After 
water rinsing, the surface 

was gently air-dried for 5 s 
and kept slightly moist.

Table 1: Materials used in this study.

oblique incremental layers. Each layer was light-cured 
for 20 seconds with a halogen light-curing unit (Colto-
lux, Coltene Whaledent, Attstatten, Switzerland) at a li-
ght intensity of 500 mW/cm2. Light intensity output was 
checked every five restorations with a radiometer (Col-
tolux ® , Coltène/Whaledent Inc.,) from the same manu-
facturer. The composite inlays were then removed from 
the cavity and further polymerized in an oven (DI-500 
Oven, Colten Whaledent) at 100ºC for 5 minutes. Af-
ter air-particle abrasion of the internal surfaces of inlays 
with 50-µm alumina particles for 10 seconds, cleaning 
with ultrasonic and air-drying, a silane agent (Cimara 
Silane Coupling agent, Voco, Cuxhaven, Germany) and 
then a layer of the adhesive (Table 1) were applied.
Temporary inlays were fabricated using self-cured 
acrylic resin (Tempron, GC, Tokyo, Japan) and the si-
licone molds. The cavity surfaces were rinsed to remo-
ve the water-soluble gel that had been re-applied before 
temporary inlay fabrication.
In the groups 2-5, the inlay was cemented into the cavi-
ty immediately after preparation, using a non-eugenol 
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temporary cement (Temp Bond NE, Kerr, USA) with a 
seating pressure for 2 minutes. In groups 6 and 7 (IDS 
groups), temporary cementation was performed in the 
same manner as described above, but after dentin sea-
ling. Then, the specimens were stored in distilled water 
at 37ºC for one week. After removing the restoration 
from the cavity with a plastic instrument, excess cement 
was completely removed with a sickle explore. The sur-
faces were cleaned with pumice paste and a rotary rub-
ber cup for 10 seconds.
A solution of 6.5% w/v PA was prepared by dissolving 
6.5 g of PA-rich grape seed extract powder (Puritanse 
Pride Inc, Oakdale, NY, USA) in 100 mL of distilled 
water. In groups 4, 5 and 7, the prepared solution was 
applied on dentin surfaces for 60 seconds with gentle 
agitation, using fully saturated applicators. 
Group 2 (SA): The mixed self-adhesive cement, Bifix 
SE (Voco) was applied to the fitting surfaces of the tooth 
and inlay using a self-mixing tip, and the inlay was ce-
mented into the cavity without pretreatment.
Groups 3 (DDS): After acid-etching of the cavity sur-
faces with phosphoric acid for 15 seconds, rinsing and 
gentle air-drying, a dual-cured universal adhesive, Futu-
rabond U (Voco) was applied for 20 seconds, air-dried 
and light-cured for 10 seconds. Then, cementation was 
conducted using Bifix SE.
Group 4 (DDS/PA): After acid-etching of the cavity sur-
faces with phosphoric acid for 15 seconds, rinsing and 
gentle air-drying, dentin surfaces were treated with the PA 
solution and rinsed with distilled water. Then, a dual-cu-
red universal adhesive, Futurabond U (Voco), was applied 
for 20 seconds, air-dried and light-cured for 10 seconds. 
Then, cementation was conducted using Bifix SE.
Group 5 (Etch/PA): After acid-etching of the cavity 
surfaces, rinsing and gentle air-drying, PA solution was 
applied on the etched dentin. Then, cementation was 
performed using Bifix SE without the adhesive appli-
cation.
Group 6 (IDS): Immediately after preparation and befo-
re temporization, the dentin was acid-etched with 37% 
phosphoric acid for 15 seconds, rinsed, air-dried, and 
sealed with Futurabond U (Table 1) in two layers. After 
one week and removal of temporary inlay/cement and 
cleaning, the enamel and sealed surfaces were acid-et-
ched for 15 and 10 seconds, respectively and the inlay 
was cemented using Bifix SE.
Group 7 (IDS/PA): Immediately after preparation and 
before temporization, the dentin was acid-etched with 
37% phosphoric acid for 15 seconds, rinsed, air-dried, 
and treated with the PA solution and sealed with Futu-
rabond U in two layers. After one week and removal of 
temporary inlay/cement and cleaning, the enamel and 
sealed surfaces were acid-etched for 15 and 10 seconds, 
respectively and the inlay was cemented using Bifix SE.
In all the groups, the inlays were cemented under 1-Kg 

seating load for 5 minutes; after removing the excess 
cement with a microbrush, the light-curing procedure 
was performed using Coltulux light-curing unit (Col-
tene Whaledent) at 500 Mw/cm2 light intensity for 60 
seconds from each side of the cemented teeth. All the 
cemented inlays were finished, polished and stored in 
distilled water at 37ºC for one week. The characteristics 
of the materials used in this study and their application 
procedures are presented in Table 1.
-Aging Procedures and Fracture Resistance Test
All the specimens were subjected to 100000 cycles of 
application of 50-N loading forces at a frequency of 0.5 
Hz in a mastication simulation machine (Chewing Sti-
mulator CS4; SD Mechatronic, Feldkirchen, Westerham, 
Germany) (18). The mechanical load was applied to the 
center of the occlusal surface in contact with both cusp 
ridges using a stainless steel antagonist with a rounded 
end that was 6 mm in diameter in a water environment. 
After thermal cycling for 1500 cycles at 5ºC/55ºC, the 
specimens were subjected to a compressive load at a 
crosshead speed of 1 mm/min in a universal testing ma-
chine (Zwick Roell, Ulm, Germany). The compressive 
load was applied parallel to the long axis of the tooth 
with a 6-mm-diameter stainless steel antagonist placed 
at the center of the tooth with contacts only on the buc-
cal and palatal cuspal inclines. The peak force required 
for fracture was recorded in Newton as fracture strength 
(FR) value.
After confirmation of normal distribution of the data 
using the Kolmogorov-Smirnov test, they were analyzed 
with one-way ANOVA and Tamhane tests (α=0.05). Sta-
tistical analyses were performed using SPSS software 
version 17 (SPSS Inc, Chicago, IL, USA).
-Fracture Mode Evaluation
After FR testing, the specimens were assessed to classi-
fy the fracture modes as follows:
Mode I: cusp fracture extending to the CEJ/ Mode II: 
cusp fracture extending below the CEJ 
Mode III: restoration fracture along with cusp fracture at 
the CEJ/ Mode IV: restoration fracture along with cusp 
fracture extending below the CEJ / Mode V: longitudinal 
fracture dividing the tooth along the axis.

Results
Table 2 presents the fracture resistance values in newton 
(mean ± SD) for the seven groups.  
According to one-way ANOVA, there were signifi-
cant differences between the study groups (P < 0.001). 
Among the experimental groups, only FR in the IDS/
PA group reached the level of the intact group. The two 
IDS groups had comparable FR values. The other groups 
exhibited significantly lower FR values compared to the 
IDS/PA and control groups (P ≤ 0.01, P ≤ 0.001, respec-
tively). The lowest FR was obtained in the SA group, 
with no significant difference from the two DDS groups 
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Groups Mean ± SD * Fracture mode
(I/ II/ III/ IV/V)•

Group 1 (Control) 1103.25 ± 147 A 12/0/0/0/0
Group 2 (SA) 519.10 ± 130 D 1/4/5/1/1
Group 3 (DDS) 633.33 ± 115 CD 2/4/6/0/0
Group 4 (DDS/ PA) 701.25 ± 150 CD 1/5/4/2/0
Group 5 (Etch/ PA) 615.41 ± 112 CD 0/3/7/1/1
Group 6 (IDS) 804.16 ± 163 BC 7/4/1/0/0
Group 7 (IDS/ PA) 940.66 ± 91 AB 6/5/1/0/0

Table 2: Fracture resistance in Newton (Mean ± SD) and fracture mode of the study 
groups.

* Means followed by the same superscript letter did not differ statistically according 
to the Tamhane test ( P < .05)
• Mode I: cusp fracture extending to the CEJ, Mode II: cusp fracture extending below 
the CEJ, Mode III: restoration fracture along with cusp fracture at the CEJ, Mode 
IV: restoration fracture along with cusp fracture extending below the CEJ, Mode V: 
longitudinal fracture dividing the tooth along the axis.

and etch/PA group (P > 0.05); however, it was signi-
ficantly lower than those of the two IDS groups (P ≤ 
0.003). 
In the control group, mode I and in the two IDS groups, 
mode I and mode II fracture patterns were the predo-
minant modes. In the other groups, most fractures were 
mode II and III (Table 2). 

Discussion
The present study assessed the performance of cementa-
tion with SA cement in terms of strengthening of weake-
ned premolars following PA-mediated IDS and DDS 
techniques. When compared with the SA group (group 
2), only the two IDS groups (groups 6 and 7) revealed a 
higher value of FR. Therefore, the null hypothesis could 
be partially rejected.
Previous studies on the efficacy of both IDS approa-
ches and PA pretreatment were all dentin bond strength 
assessments (9,19-23). These tests were performed on 
flat small-surface areas of tooth structure; therefore, the 
effects of more complex inlay cavity and related C-fac-
tor and compliance of cavity design were not involved. 
Moreover, seating pressure and bur-prepared dentin 
surface of the cavity with a thicker and more compact 
smear layer in vivo, compared to 600-grit silicon carbi-
de abraded dentin cannot mimic in vitro conditions. FR 
tests can include these factors in a better way (24). FR 
test used in this study is thought to provide a favora-
ble simulation of chewing cycles on restored teeth and 
the clinical conditions. Simulation of chewing stresses 
was found to increase collagen degradation; collagen 
crosslinking agents might prevent this degradation (25). 
Therefore, the use of an MMP inhibitor agent might be 
beneficial for preserving bonding stability (26). In this 
study, PA-IDS (group 7) and then IDS (group 6) revea-
led the highest FR values. These values were significant-

ly higher than those of corresponding DDS groups (4 
and 3) and the SA group (group 2). Although FR of DDS 
groups, especially with PA, was higher than that of the 
SA group, the positive effect of DDS techniques was not 
statistically significant. These findings could confirm the 
important role of IDS technique, irrespective of PA pre-
treatment in achieving a higher FR.
Recently, the higher bond strength of SA cement was 
reported following IDS and DDS techniques with a uni-
versal adhesive in self-etch (SE) mode, although IDS 
was more significantly effective (21). Resin sealing of 
dentin with two-step SE increased bond strength of a 
self-adhesive cement (19). However, Ferreira-Filho et al 
demonstrated higher bonding performance of IDS tech-
nique with one-step SE and three-step E&R compared to 
SA cement alone in the short term, but their bond stren-
gths were the same after water aging (27).
Futurabond U used in this study has acidic pH, but 
dual-cured activator containing this two-component ad-
hesive could prevent incompatibility between the cement 
and the adhesive in deep parts of the cavity in which 
the cement would cure through self-curing reaction 
(28). This universal adhesive was used in E&R mode, 
not SE mode. It is well known that the acid etching im-
proves the enamel bonding, but it adversely affects the 
dentin bond strength (2-4). However, a previous study 
(Brigagão et al.) indicated that in the case of DDS te-
chnique, rinsing after etching (with acid or polyacrylic) 
could remove contaminants from the temporary cement 
and improve adhesion and bond strength to dentin (21). 
Moreover, since the bio-modification effect of PA is on 
demineralized dentin, it might not be applicable with SE 
adhesives (15). Accordingly, a PA/acid-etch group (with 
total etching of the enamel and dentin surfaces) was 
included in this study, based on the possible beneficial 
effect of acid-etching. Given that the exposed collagen 
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matrix was reported to be prone to collapse due to ce-
mentation pressure (3,4), a collagen crosslinking agent 
(PA) was also tested in this study. Nevertheless, this 
approach, by itself, led to no beneficial effect in terms 
of FR. The high viscosity of the cement might limit its 
penetration into demineralized dentin, consequently this 
demineralized-non infiltrated collagen layer is prone to 
degradation (4). On the other hand, the acidic pH of SA 
cement could not be buffered by etched dentin, decrea-
sing the degree of conversion of the cement (21). These 
factors might limit any positive effect of acid-etching on 
the removal of the smear layer and improvement of bond 
strength and collagen crosslinking of the exposed fibrils. 
In the present study, the IDS groups (6 and 7) yielded hi-
gher FR compared to that of the SA group (group 2). Al-
though no significant difference was observed between 
the two IDS groups (with and without PA), only the FR 
of PA/IDS group was comparable with those of the in-
tact group. This finding underlines the effectiveness of 
the IDS technique, while the application of PA has been 
beneficial only in combination with IDS.
Several studies have documented an improvements in 
the mechanical properties of PA-treated demineralized 
dentin (13-15). This was thought to result in improved 
bond strength of E&R adhesives (22,23). In addition to 
MMP inhibitory effect, PA leads to dehydration of co-
llagen, i.e., the hydrophobic effect, consequently enhan-
cing adhesive penetration and reduced water sorption 
(29,30). These could contribute to the stability of the 
hybrid layer and its resistance to MMPs’ activity (26). 
In the majority of these studies, the minimum appli-
cation time of PA was 5 minutes (13-15,22,23). Some 
authors, by focusing on clinically applicable treatment 
time, reported a beneficial effect of PA-treatment for 
60 and 120 seconds on crosslinking degree and tensile 
strength of demineralized dentin with the highest effect 
for 120 seconds at 15% concentration (29). In addition, 
this effect on resin–dentin bond strength was reported 
with 10% and 15% concentration (30). These impro-
vements revealed a concentration- and time-dependent 
manner (29). Nevertheless, increased dentin bond stren-
gth stability and reduced collagen activity of MMPs was 
demonstrated with 60-second PA treatment (26). Even 
improved biological stability of the cross-linked colla-
gen was confirmed in times as short as the 10-second PA 
application (31). In these reports, different application 
time (s)/concentration (s) of PA, the solvent of PA so-
lution, adhesive composition, and experimental set-ups, 
such as bond strength, dentin mechanical properties and 
collagenase activity, were employed. No study has re-
ported the effect of PA treatment on the strength of the 
cemented teeth. Differences in these contributing factors 
between our study and the reported studies might justify 
differences in the outcomes.
The present study was conducted on the extracted teeth, 

using a SA resin cement in vitro. Therefore, the results 
cannot directly be extended to the clinic and other SA 
cements with different compositions. Long-term in vitro 
studies and clinical trials are required to elucidate the 
effect of PA treatment during IDS on the performance of 
SA resin cements.
In light of the results of this FR study, generally PA treat-
ment in two dentin sealing methods led to no significant 
effect; however, IDS, along with PA, resulted in consi-
derable strengthening effect. Therefore, clinicians could 
benefit from reduced sensitivity during temporization 
and enamel acid-etching before final SA cementation 
without concern about inadvertent dentin etching.   
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